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* Betreft de meetresultaten van de indicatieve bepaling van het brandgedrag van NOFISOL® EP 8 
Alu Folie conform EN 14523:2010 (SBI-test), uitgevoerd door Peutz 
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https://www.environdec.com/library/epd12983
https://milieudatabase.nl/nl/viewer/milieuverklaring/nmd_96118/
https://cdn.c2ccertified.org/certifications/Nofisol_Group/Nofisol_Sound_Barriers/Nofis_Nofis_Silve_CERT6554_2024-08-19_205016.pdf
https://www.eurofins.com/consumer-product-testing/industries/construction-building/indoor-air-comfort/indoor-air-comfort-certification/list-of-certified-products/#IACG-466-01-03-2023
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https://www.youtube.com/@NofisolEurope
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https://www.eurofins.com/consumer-product-testing/industries/construction-building/indoor-air-comfort/indoor-air-comfort-certification/list-of-certified-products/
https://c2ccertified.org/certified-products/nofisol-acoustical-products
https://milieudatabase.nl/nl/viewer/milieuverklaring/nmd_96118/
https://www.environdec.com/library/epd12983
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